Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2045 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-1 120 DRUM 66,132.70 66,063.26 Co 99.895.C 0.001S 0.001 P 0.001 Fe <0.001 Ni 0.045
Cu <0.001Cd <0.001 |Mn 0.001Si 0.003 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001As = <0.0005 O 0.046 N 0.005 Se | <0.0005;Ge | <0.0005
2046 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-2 120 DRUM 66,096.70 66,040.52Co 99.915:C 0.001/S 0.002 P 0.001 Fe <0.001 |Ni 0.044
Cu <0.001:Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.003
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001 As | <0.0005 O 0.027 N 0.004 Se | <0.0005:Ge | <0.0005
2047 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-3 120 DRUM 66,132.70 66,061.94 Co 99.893.C 0.026 'S 0.002 P 0.001 Fe <0.001 Ni 0.044
Cu <0.001Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.004
Bi <0.0001 Pb | <0.0001/Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.023 N 0.004 Se | <0.0005;Ge | <0.0005
2048 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-4 120 DRUM 66,114.70 66,051.23 Co 99.904:C <0.001|S 0.001 P 0.001 Fe <0.001 |Ni 0.065
Cu <0.001:Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001As | <0.0005 O 0.020 N 0.004 Se | <0.0005:Ge | <0.0005
2049 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-5 120 DRUM 66,132.70 66,088.39 Co 99.933.C 0.004 'S 0.001 P <0.001 Fe <0.001 Ni 0.028
Cu <0.001Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001/Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.027 N 0.003 Se | <0.0005;Ge | <0.0005
2050 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-6 120 DRUM 66,132.70 66,079.79 Co 99.920:C 0.002 'S 0.002 P <0.001 |Fe <0.001 |Ni 0.047
Cu <0.001:Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg i <0.001
Ca <0.001As | <0.0005 O 0.021 N 0.003 Se | <0.0005:Ge | <0.0005
2051 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-7 120 DRUM 66,132.70 66,069.87 Co 99.905.C <0.001|S 0.002 P <0.001 Fe <0.001 Ni 0.058
Cu <0.001Cd <0.001 |Mn <0.001 |Si 0.003 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.026 N 0.005 Se | <0.0005;Ge | <0.0005
2052 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-8 120 DRUM 66,114.70 66,067.10 Co 99.928:C <0.001|S 0.002 P <0.001 |Fe <0.001 |Ni 0.045
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001As | <0.0005 O 0.020 N 0.004 Se | <0.0005:Ge | <0.0005
2053 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-9 120 DRUM 66,132.70 66,079.79 Co 99.920.C <0.001|S 0.001 P <0.001 Fe <0.001 Ni 0.054
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.020 N 0.004 Se | <0.0005;Ge | <0.0005
2054 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-10 120 DRUM 66,132.70 66,074.50 Co 99.912/C <0.001|S 0.001 P <0.001 Fe <0.001 |Ni 0.055
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg i <0.001
Ca <0.001As | <0.0005 O 0.026 N 0.005 Se | <0.0005:Ge | <0.0005
2055 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-11 120 DRUM 66,114.70 66,057.84 Co 99.914.C <0.001|S 0.002 P <0.001 Fe <0.001 Ni 0.058
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.022 /N 0.003 Se | <0.0005;Ge | <0.0005
2056 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-12 120 DRUM 66,132.70 66,073.18 Co 99.910.C <0.001|S 0.001 P <0.001 Fe <0.001 |Ni 0.062
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg i <0.001
Ca <0.001/As | <0.0005 O 0.022 N 0.004 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2057 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-13 120 DRUM 66,132.70 66,069.87 Co 99.905.C 0.011/S 0.001 P <0.001 Fe <0.001 Ni 0.051
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001As = <0.0005 O 0.026 N 0.004 Se | <0.0005;Ge | <0.0005
2058 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-14 120 DRUM 66,132.70 66,065.24 Co 99.898:C 0.014 S 0.001 P <0.001 Fe <0.001 |Ni 0.056
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.003
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001 As | <0.0005 O 0.024 N 0.004 Se | <0.0005:Ge | <0.0005
2059 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-15 120 DRUM 66,132.70 66,070.54 Co 99.906.C 0.020 S 0.003 P <0.001 Fe <0.001 Ni 0.038
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001/Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.027 N 0.004 Se | <0.0005;Ge | <0.0005
2060 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-16 120 DRUM 66,110.70 66,057.81:Co 99.920:C 0.012/S 0.001 P <0.001 Fe <0.001 |Ni 0.043
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001As | <0.0005 O 0.016 N 0.006 Se | <0.0005:Ge | <0.0005
2061 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-17 130 DRUM 71,644.30 71,579.10 Co 99.909.C 0.015/S 0.001 P <0.001 Fe <0.001 Ni 0.044
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001/Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.025'N 0.004 Se | <0.0005;Ge | <0.0005
2062 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-18 126 DRUM 69,439.66 69,374.39 Co 99.906:C 0.021/S 0.001 P <0.001 |Fe <0.001 |Ni 0.042
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi <0.0001 Pb | <0.0001Sb : <0.0001 Cr | <0.001 Sn | <0.0005Mg i <0.001
Ca <0.001As | <0.0005 O 0.024 N 0.004 Se | <0.0005:Ge | <0.0005
2063 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-19 120 DRUM 66,132.70 66,072.52 Co 99.909.C 0.016S 0.002 P <0.001 Fe <0.001 Ni 0.042
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.026 N 0.004 Se | <0.0005;Ge | <0.0005
2064 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-20 120 DRUM 66,132.70 66,063.26 Co 99.895:C 0.022/S 0.002 P <0.001 |Fe <0.001 |Ni 0.048
Cu <0.001:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001 Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001As | <0.0005 O 0.028 N 0.004 Se | <0.0005:Ge | <0.0005
2065 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-21 120 DRUM 66,132.70 66,073.84 Co 99.911.C 0.009 'S 0.002 P <0.001 Fe <0.001 Ni 0.044
Cu <0.001Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.001
Bi <0.0001 Pb | <0.0001Sb | <0.0001/Cr | <0.001 Sn | <0.0005{Mg | <0.001
Ca <0.001/As = <0.0005 O 0.028 N 0.005 Se | <0.0005;Ge | <0.0005
2068 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-25 120 DRUM 66,132.70 66,081.78 Co 99.923:C 0.002 'S 0.001 P <0.001 |Fe 0.003Ni 0.046
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi 0.0001:Pb 0.0002 Sb 0.0002 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.018 N 0.002 Se | <0.0005:Ge | <0.0005
2069 NEW HAVEN, IN Gecamines Cathode ZAIRE 81C-0001-26 88 DRUM 48,496.10 48,460.70 Co 99.927.C 0.003 'S 0.001 P <0.001 Fe 0.002Ni 0.041
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn 0.002
Bi 0.0001Pb 0.0002 Sb 0.0002/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.019/N 0.002 Se | <0.0005;Ge | <0.0005
2079 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-50 120 DRUM 66,096.70 66,014.08 Co 99.875.C 0.010/S 0.005 P <0.001 Fe 0.004 |Ni 0.037
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0004 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.028 N 0.004 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2081 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-52 120 DRUM 66,114.70 66,023.46 Co 99.862.C 0.014S 0.004 P <0.001 Fe 0.004 |Ni 0.047
Cu 0.001Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0004 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.028 N 0.004 Se | <0.0005;Ge | <0.0005
2085 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-56 120 DRUM 66,114.70 66,025.45 Co 99.865:C 0.006 'S 0.003 P <0.001 Fe 0.006|Ni 0.053
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.002|As | <0.0005 O 0.024 N 0.004 Se | <0.0005:Ge | <0.0005
2086(B) WARREN, OH Gecamines Cathode ZAIRE 81C-0001-57 56 DRUM 30,861.93 30,817.18 Co 99.855.C 0.021/S 0.005 P <0.001 Fe 0.007 |Ni 0.049
Cu 0.002Cd <0.001 |Mn <0.001 |Si 0.030 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.024 N 0.004 Se | <0.0005;Ge | <0.0005
2087(C-E) WARREN, OH Gecamines Cathode ZAIRE 81C-0001-58 48 DRUM 26,453.08 26,418.70 Co 99.870.C 0.011/S 0.005 P <0.001 Fe 0.007 |Ni 0.042
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.024 N 0.004 Se | <0.0005:Ge | <0.0005
2088 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-59 120 DRUM 66,114.70 66,018.83 Co 99.855.C 0.010/S 0.004 P <0.001 Fe 0.008Ni 0.055
Cu 0.002Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.027 N 0.004 Se | <0.0005;Ge | <0.0005
2089 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-60 120 DRUM 66,132.70 66,043.42 Co 99.865:C 0.006 'S 0.003 P <0.001 Fe 0.006|Ni 0.051
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.032 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca 0.001{As | <0.0005 O 0.028 N 0.004 Se | <0.0005:Ge | <0.0005
2090 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-61 120 DRUM 66,132.70 66,049.37 Co 99.874.C 0.010/S 0.006 P <0.001 Fe 0.006 |Ni 0.052
Cu 0.002Cd <0.001 |Mn <0.001 |Si 0.018 Al <0.001Zn <0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.025'N 0.005 Se | <0.0005;Ge | <0.0005
2091 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-62 120 DRUM 66,132.70 66,047.39 Co 99.871.C 0.008 S 0.006 P <0.001 Fe 0.005Ni 0.053
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.017 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.030 N 0.005 Se | <0.0005:Ge | <0.0005
2092 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-63 120 DRUM 66,132.70 66,052.68 Co 99.879.C 0.008 'S 0.004 P <0.001 Fe 0.006 |Ni 0.046
Cu 0.002Cd <0.001 |Mn <0.001 |Si 0.017 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.031/N 0.004 Se | <0.0005;Ge | <0.0005
2093 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-64 120 DRUM 66,110.20 66,022.93 Co 99.868C 0.011/S 0.010 P <0.001 Fe 0.006 |Ni 0.048
Cu 0.002:Cd <0.001 |Mn <0.001 |Si 0.018 Al <0.001Zn 0.003
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.027 N 0.005 Se | <0.0005:Ge | <0.0005
2094 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-65 120 DRUM 66,132.20 66,050.20 Co 99.876.C 0.010/S 0.003 P <0.001 Fe 0.006 |Ni 0.051
Cu 0.002Cd <0.001 |Mn <0.001 |Si 0.018 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.026 N 0.004 Se | <0.0005;Ge | <0.0005
2095 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-66 120 DRUM 66,132.20 66,060.12:Co 99.891.C 0.006 'S 0.002 P <0.001 Fe 0.005Ni 0.041
Cu 0.001:Cd <0.001 |Mn <0.001 |Si 0.017 Al <0.001Zn 0.003
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.028 N 0.004 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2096 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-67 120 DRUM 66,132.20 66,060.78 Co 99.892.C 0.008 'S 0.003 P <0.001 Fe 0.004 |Ni 0.038
Cu 0.001Cd <0.001 |Mn <0.001 |Si 0.014 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.031 /N 0.005 Se | <0.0005;Ge | <0.0005
2097 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-68 120 DRUM 66,132.70 66,055.99 Co 99.884:C 0.007 S 0.004 P <0.001 Fe 0.004 |Ni 0.042
Cu 0.001:Cd <0.001 |Mn 0.001Si 0.019 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.030 N 0.004 Se | <0.0005:Ge | <0.0005
2100 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-74 120 DRUM 66,132.70 66,055.99 Co 99.884.C 0.010/S 0.004 P <0.001 Fe 0.006 |Ni 0.058
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.001 Al <0.001Zn <0.001
Bi 0.0001Pb 0.0003 Sb 0.0002/Cr | <0.001 Sn | <0.0005;Mg 0.001
Ca 0.002/As | <0.0005 0 0.028 N 0.004 Se | <0.0005;Ge | <0.0005
2101 WARREN, OH Gecamines Cathode ZAIRE 81C-0001-78 120 DRUM 66,132.70 66,058.63 Co 99.888:C 0.009 'S 0.004 P <0.001 Fe 0.005Ni 0.041
Cu 0.001:Cd <0.001 |Mn <0.001 |Si 0.014 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.031 /N 0.004 Se | <0.0005:Ge | <0.0005
2201 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-1 60 DRUM 66,132.70 66,066.57 Co 99.900.C 0.005'S 0.002 P <0.001 Fe 0.005Ni 0.045
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.035N 0.002 Se | <0.0005;Ge | <0.0005
2202 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-2 60 DRUM 66,132.70 66,066.57 Co 99.900/C 0.008 S 0.002 P <0.001 |Fe 0.004 |Ni 0.042
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca 0.001{As | <0.0005 O 0.036 N 0.002 Se | <0.0005:Ge | <0.0005
2203 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-3 60 DRUM 66,134.91 66,070.10 Co 99.902:C 0.008 'S 0.002 P <0.001 Fe 0.004 |Ni 0.043
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.034 N 0.002 Se | <0.0005;Ge | <0.0005
2204 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-4 60 DRUM 66,122.75 66,052.66 Co 99.894:C 0.008 S 0.003 P <0.001 Fe 0.004 |Ni 0.059
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.026 N 0.001/Se | <0.0005:Ge | <0.0005
2205 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-5 60 DRUM 66,132.70 66,079.13 Co 99.919.C 0.005'S 0.002 P <0.001 Fe 0.008Ni 0.032
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.028 N 0.001/Se | <0.0005;Ge | <0.0005
2206 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-6 60 DRUM 66,122.93 66,072.68 Co 99.924:C 0.008 S 0.001 P <0.001 Fe 0.004 |Ni 0.033
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.024 N 0.001/Se | <0.0005:Ge | <0.0005
2207 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-7 60 DRUM 66,123.18 66,070.28 Co 99.920.C 0.009 'S 0.002 P <0.001 Fe 0.003Ni 0.034
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.025'N 0.001/Se | <0.0005;Ge | <0.0005
2208 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-8 60 DRUM 66,132.70 66,077.81:Co 99.917.C 0.006 'S 0.001 P <0.001 Fe 0.004 |Ni 0.039
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.027 N 0.001 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2209 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-9 60 DRUM 66,134.78 66,058.06 Co 99.884.C 0.011/S 0.004 P <0.001 Fe 0.005Ni 0.056
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.032/N 0.003 Se | <0.0005;Ge | <0.0005
2210 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-10 60 DRUM 66,132.70 66,061.28 Co 99.892:C 0.006 'S 0.002 P <0.001 |Fe 0.004 |Ni 0.055
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.004!As | <0.0005 O 0.030 N 0.003 Se | <0.0005:Ge | <0.0005
2211 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-11 60 DRUM 66,132.70 66,050.70 Co 99.876.C 0.012/S 0.004 P <0.001 Fe 0.009Ni 0.054
Cu 0.002Cd <0.001 |Mn 0.001Si <0.002 Al <0.001Zn 0.003
Bi 0.0003Pb 0.0004 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.033/N 0.003 Se | <0.0005;Ge | <0.0005
2212 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-12 60 DRUM 66,132.70 66,062.60 Co 99.894:C 0.009 'S 0.003 P <0.001 Fe 0.004 |Ni 0.052
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.032/N 0.003 Se | <0.0005:Ge | <0.0005
2213 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-13 60 DRUM 66,132.70 66,074.50 Co 99.912.C 0.003 'S 0.003 P <0.001 Fe 0.003Ni 0.038
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.034 N 0.002 Se | <0.0005;Ge | <0.0005
2214 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-14 60 DRUM 66,132.70 66,065.24 Co 99.898:C 0.003 'S 0.001 P <0.001 |Fe 0.004 |Ni 0.049
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca <0.001As | <0.0005 O 0.038 N 0.003 Se | <0.0005:Ge | <0.0005
2215 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-15 60 DRUM 66,132.70 66,061.94 Co 99.893.C 0.006 'S 0.003 P <0.001 Fe 0.004 |Ni 0.051
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.037 N 0.003 Se | <0.0005;Ge | <0.0005
2216 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-16 60 DRUM 66,132.70 66,070.54 Co 99.906:C 0.006 'S 0.003 P <0.001 |Fe 0.003Ni 0.038
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.037 N 0.003 Se | <0.0005:Ge | <0.0005
2217 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-17 60 DRUM 66,123.65 66,062.82 Co 99.908.C 0.005'S 0.002 P <0.001 Fe 0.003Ni 0.039
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.036 N 0.003 Se | <0.0005;Ge | <0.0005
2218 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-18 60 DRUM 66,132.70 66,064.58 Co 99.897.C 0.007 S 0.003 P <0.001 |Fe 0.003Ni 0.046
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.038 N 0.003 Se | <0.0005:Ge | <0.0005
2219 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-19 60 DRUM 66,124.40 66,064.89 Co 99.910.C 0.005'S 0.002 P <0.001 Fe 0.004 |Ni 0.039
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.032/N 0.003 Se | <0.0005;Ge | <0.0005
2220 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-20 60 DRUM 66,135.41 66,067.95 Co 99.898:C 0.007 S 0.002 P <0.001 Fe 0.006Ni 0.050
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001/As | <0.0005 O 0.030 N 0.003 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2221 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-21 60 DRUM 66,125.78 66,053.04 Co 99.890.C 0.008 'S 0.002 P <0.001 Fe 0.003Ni 0.055
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.004/As | <0.0005 0 0.031 /N 0.003 Se | <0.0005;Ge | <0.0005
2222 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-22 60 DRUM 66,135.63 66,062.22 Co 99.889.C 0.006 'S 0.004 P <0.001 |Fe 0.003Ni 0.053
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.004!As | <0.0005 O 0.033 N 0.003 Se | <0.0005:Ge | <0.0005
2223 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-23 60 DRUM 66,122.70 66,046.66 Co 99.885.C 0.015/S 0.003 P <0.001 Fe 0.004 |Ni 0.050
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.004/As | <0.0005 0 0.032/N 0.003 Se | <0.0005;Ge | <0.0005
2224 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-24 60 DRUM 66,125.45 66,048.74 Co 99.884:C 0.008 S 0.002 P <0.001 Fe 0.005Ni 0.053
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.004!As | <0.0005 O 0.038 N 0.003 Se | <0.0005:Ge | <0.0005
2226 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-26 60 DRUM 66,125.40 66,035.47 Co 99.864.C 0.012/S 0.004 P <0.001 Fe 0.006 |Ni 0.065
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.004/As | <0.0005 0 0.038 N 0.003 Se | <0.0005;Ge | <0.0005
2227 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-27 60 DRUM 66,123.14 66,041.15:Co 99.876.C 0.011/S 0.003 P <0.001 |Fe 0.005Ni 0.055
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca 0.004!As | <0.0005 O 0.039 N 0.003 Se | <0.0005:Ge | <0.0005
2228 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-28 60 DRUM 66,122.70 66,053.27 Co 99.895.C 0.003'S 0.002 P <0.001 Fe 0.003Ni 0.050
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.004/As | <0.0005 0 0.037 N 0.003 Se | <0.0005;Ge | <0.0005
2229 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-29 60 DRUM 66,135.42 66,059.36 Co 99.885:C 0.005'S 0.002 P <0.001 |Fe 0.003Ni 0.055
Cu 0.002:Cd <0.001 |Mn 0.001Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.004!As | <0.0005 O 0.038 N 0.003 Se | <0.0005:Ge | <0.0005
2230 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-30 60 DRUM 66,132.70 66,069.21 Co 99.904.C 0.010/S 0.003 P <0.001 Fe 0.008Ni 0.038
Cu 0.004Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.004/As | <0.0005 0 0.026 N 0.001/Se | <0.0005;Ge | <0.0005
2231 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-31 60 DRUM 66,122.70 66,055.25 Co 99.898:C 0.005'S 0.004 P <0.001 |Fe 0.007 |Ni 0.052
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.004!As | <0.0005 O 0.025'N 0.001/Se | <0.0005:Ge | <0.0005
2232 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-32 60 DRUM 66,125.39 66,064.55 Co 99.908.C 0.003'S 0.001 P <0.001 Fe 0.005Ni 0.048
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.027 N 0.001/Se | <0.0005;Ge | <0.0005
2233 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-33 60 DRUM 66,135.41 66,079.19 Co 99.915:C 0.005'S 0.003 P <0.001 Fe 0.004 |Ni 0.041
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.003|As | <0.0005 O 0.024 N 0.001 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2234 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-34 60 DRUM 66,132.70 66,079.79 Co 99.920.C 0.004 'S 0.002 P <0.001 Fe 0.003Ni 0.038
Cu 0.003Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.024 N 0.001'Se | <0.0005;Ge | <0.0005
2235 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-35 60 DRUM 66,122.70 66,056.58 Co 99.900:C 0.014 S 0.004 P <0.001 |Fe 0.004 |Ni 0.041
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.003|As | <0.0005 O 0.028 N 0.002 Se | <0.0005:Ge | <0.0005
2236 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-36 60 DRUM 66,135.45 66,080.56 Co 99.917.C 0.002 'S 0.001 P <0.001 Fe 0.004 |Ni 0.043
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.026 N 0.002 Se | <0.0005;Ge | <0.0005
2237 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-37 60 DRUM 66,122.70 66,065.83 Co 99.914:C 0.002 'S 0.001 P <0.001 Fe 0.006 |Ni 0.040
Cu 0.004:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.003|As | <0.0005 0O 0.025 N 0.002 Se | <0.0005:Ge | <0.0005
2238 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-38 60 DRUM 66,135.41 66,078.53 Co 99.914.C 0.003 'S 0.001 P <0.001 Fe 0.006 |Ni 0.039
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.028 N 0.002 Se | <0.0005;Ge | <0.0005
2239 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-39 60 DRUM 66,135.48 66,080.59 Co 99.917.C 0.003 'S 0.001 P <0.001 |Fe 0.005Ni 0.038
Cu 0.003:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca 0.002|As | <0.0005 O 0.027 N 0.002 Se | <0.0005:Ge | <0.0005
2240 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-40 60 DRUM 66,122.70 66,057.90 Co 99.902:C 0.006 'S 0.002 P <0.001 Fe 0.006 |Ni 0.036
Cu 0.003Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.003/As | <0.0005 0O 0.038 N 0.002 Se | <0.0005;Ge | <0.0005
2241 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-41 60 DRUM 66,122.70 66,057.90 Co 99.902:C 0.010/S 0.002 P <0.001 |Fe 0.003Ni 0.038
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.002|As | <0.0005 O 0.037 N 0.002 Se | <0.0005:Ge | <0.0005
2242 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-42 60 DRUM 66,122.70 66,061.21 Co 99.907.C 0.011/S 0.003 P <0.001 Fe 0.004 |Ni 0.030
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.038 N 0.002 Se | <0.0005;Ge | <0.0005
2243 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-43 60 DRUM 66,135.42 66,075.24 Co 99.909:C 0.006 'S 0.002 P <0.001 |Fe 0.002Ni 0.038
Cu 0.001:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn <0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.002|{As | <0.0005 O 0.037 N 0.002 Se | <0.0005:Ge | <0.0005
2244 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-44 60 DRUM 66,135.45 66,074.61 Co 99.908.C 0.007 S 0.002 P <0.001 Fe 0.002Ni 0.039
Cu 0.001Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.036 N 0.002 Se | <0.0005;Ge | <0.0005
2245 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-45 60 DRUM 66,135.42 66,065.32:Co 99.894:C 0.008 S 0.003 P <0.001 Fe 0.004 |Ni 0.042
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.041'N 0.002 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2246 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-46 60 DRUM 66,135.38 66,069.91 Co 99.901.C 0.006 'S 0.002 P <0.001 Fe 0.006 |Ni 0.040
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.038 N 0.002 Se | <0.0005;Ge | <0.0005
2247 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-47 60 DRUM 66,135.47 66,067.35:Co 99.897.C 0.008 S 0.003 P <0.001 |Fe 0.005Ni 0.037
Cu 0.005:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.039 N 0.002 Se | <0.0005:Ge | <0.0005
2248 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-48 60 DRUM 66,135.37 66,062.62 Co 99.890.C 0.007 S 0.002 P <0.001 Fe 0.005Ni 0.048
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.040 N 0.002 Se | <0.0005;Ge | <0.0005
2249 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-49 60 DRUM 66,122.70 66,049.30 Co 99.889.C 0.008 S 0.002 P <0.001 Fe 0.008Ni 0.044
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca 0.001{As | <0.0005 O 0.041 N 0.002 Se | <0.0005:Ge | <0.0005
2250 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-50 60 DRUM 66,135.47 66,067.35 Co 99.897.C 0.008 'S 0.002 P <0.001 Fe 0.005Ni 0.046
Cu 0.003Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.003
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.002/As | <0.0005 0 0.031 /N 0.002 Se | <0.0005;Ge | <0.0005
2251 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-51 60 DRUM 66,135.49 66,068.03 Co 99.898:C 0.007 S 0.002 P <0.001 |Fe 0.004 |Ni 0.050
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg | <0.001
Ca 0.001{As | <0.0005 O 0.032/N 0.002 Se | <0.0005:Ge | <0.0005
2252 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-52 60 DRUM 66,135.49 66,070.02 Co 99.901.C 0.007 S 0.002 P <0.001 Fe 0.005Ni 0.050
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.029 N 0.002 Se | <0.0005;Ge | <0.0005
2253 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-53 60 DRUM 66,135.42 66,066.64 Co 99.896C 0.009 'S 0.002 P <0.001 |Fe 0.009Ni 0.047
Cu 0.003:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.030 N 0.002 Se | <0.0005:Ge | <0.0005
2254 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-54 60 DRUM 66,132.70 66,057.97 Co 99.887.C 0.010/S 0.003 P <0.001 Fe 0.012Ni 0.053
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.028 N 0.002 Se | <0.0005;Ge | <0.0005
2255 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-55 60 DRUM 66,135.48 66,055.46 Co 99.879.C 0.012/S 0.011 /P <0.001 |Fe 0.009Ni 0.058
Cu 0.003:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.024 N 0.001/Se | <0.0005:Ge | <0.0005
2256 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-56 60 DRUM 66,135.46 66,064.70 Co 99.893.C 0.015/S 0.006 P <0.001 Fe 0.006 |Ni 0.049
Cu 0.003Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0004 Cr = <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.022 /N 0.001/Se | <0.0005;Ge | <0.0005
2257 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-57 60 DRUM 66,125.97 66,059.18 Co 99.899.C 0.015/S 0.004 P <0.001 Fe 0.005Ni 0.048
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001/As | <0.0005 O 0.024 N 0.001 Se | <0.0005Ge | <0.0005




Item Storage Location Type Country Contract Pieces Cont. New Net Wt. Stockpile Wt. Analysis
(Lbs.) (Lbs. Co) (%)
2258 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-58 60 DRUM 66,132.70 66,062.60 Co 99.894.C 0.009 'S 0.003 P <0.001 Fe 0.005Ni 0.054
Cu 0.004Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.026 N 0.001'Se | <0.0005;Ge | <0.0005
2259 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-59 60 DRUM 66,135.43 66,068.63 Co 99.899.C 0.010/S 0.006 P <0.001 |Fe 0.005Ni 0.051
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001 As | <0.0005 O 0.023 N 0.001/Se | <0.0005:Ge | <0.0005
2260 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-60 60 DRUM 66,132.70 66,067.23 Co 99.901.C 0.010/S 0.003 P <0.001 Fe 0.004 |Ni 0.048
Cu 0.003Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca 0.001;As | <0.0005 0 0.025'N 0.002 Se | <0.0005;Ge | <0.0005
2261 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-61 30 DRUM 33,065.85 33,038.41:Co 99.917.C 0.006 'S 0.002 P <0.001 Fe 0.004 |Ni 0.037
Cu 0.002:Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.002
Bi 0.0002:Pb 0.0003 Sb 0.0003 Cr | <0.001 Sn | <0.0005:Mg i <0.001
Ca <0.001As | <0.0005 O 0.028 N 0.001/Se | <0.0005:Ge | <0.0005
2262 BINGHAMTON, NY Gecamines Cathode ZAIRE 83C-0013-62 60 DRUM 66,135.46 66,079.24 Co 99.915.C 0.011/S 0.004 P <0.001 Fe 0.004 |Ni 0.034
Cu 0.002Cd <0.001 |Mn <0.001 |Si <0.002 Al <0.001Zn 0.001
Bi 0.0002Pb 0.0003 Sb 0.0003/Cr | <0.001 Sn | <0.0005Mg | <0.001
Ca <0.001/As = <0.0005 O 0.026 N 0.002 Se | <0.0005;Ge | <0.0005
4105, 4108 BINGHAMTON, NY ZCCM Cathode ZAMBIA 83C-0014-2 66 DRUM 36,363.00 36,290.27 Co 99.80Ni 0.16 Fe 0.0005 Mn | 0.0002 Cu 0.0015{Pb 0.0002
Zn 0.0012:Si 0.0008 Al 0.001/C 0.008'S <0.001 H 0.0009
o 0.019iN <0.001 Bi | <0.00005|As | <0.0003Sb | <0.0001{P | <0.0001
Sn | <0.0001,Se | <0.0001 /Ag <0.0001 |Zn+Cd 0.0030
4113, 4115 BINGHAMTON, NY ZCCM Cathode ZAMBIA 83C-0014-1 24 DRUM 13,223.25 13,198.13 Co 99.81Ni 0.15 Fe 0.0005 Mn | 0.0002 Cu 0.0015:Pb 0.0002
Zn 0.0011Si 0.0008 Al 0.001/C 0.010'S 0.001H 0.0010
o 0.018iN <0.001|Bi | <0.00005|As | <0.0003|Sb | <0.0001{P | <0.0001
Sn | <0.0001,Se | <0.0001/Ag <0.0001 |Zn+Cd 0.0030
5005-5008 BINGHAMTON, NY INCO Cathode CANADA 84C-0108-4 40 DRUM 39,994.50 39,958.50 Co 99.91Ni 0.058 Fe 0.0033 Mn | 0.0003 Cu 0.0001{Pb 0.0001
Zn | <0.00005 Si 0.0010/Al <0.001[S 0.0012/C 0.010{H, | <0.0001
0O, 0.0063|Bi | <0.00001]As ' <0.00005[N, | <0.0001 /Sb | 0.00003 P | <0.0005
Sn | 0.00003/Se | 0.00010 Ag <0.00001 |Cd |<0.0001 Zn+Cd <0.0002
5001 BINGHAMTON, NY INCO Cathode CANADA 84C-0108-1 80 DRUM 79,908.50 79,852.56 Co 99.93 Ni 0.038 Fe 0.0020 Mn | <0.0001 Cu | <0.0005:Pb 0.0003
Zn 0.0001{Si <0.0010 Al <0.001[S 0.002'C 0.009H, 0.0003
0O, 0.008{Bi | 0.000025]/As ' <0.00005N, | 0.0004 Sb | <0.00005 P 0.0010
Sn 0.0001;Se | <0.0001/Ag <0.00005 Cd |<0.0001 Zn+Cd <0.0002
5009 BINGHAMTON, NY INCO Cathode CANADA 84C-0108-5 80 DRUM 79,989.00 79,933.01:Co 99.93Ni 0.034 Fe 0.0045 Mn | 0.0004 Cu 0.0020{Pb {<0.0001
Zn | <0.00005 Si <0.0010 Al 0.001S 0.0018'C 0.010{H, 0.0001
0O, 0.0045/Bi | <0.00001]As ' <0.00005[N, | <0.0001 /Sb | 0.00002 P | <0.0005
Sn | <0.0002/Se | 0.00005Ag <0.00001 |Cd |<0.0001 Zn+Cd <0.0002
5010 BINGHAMTON, NY INCO Cathode CANADA 84C-0108-6 80 DRUM 79,991.00 79,943.01 Co 99.94 Ni 0.039 Fe 0.0006 Mn | <0.0001 Cu | <0.0005Pb | 0.00009
Zn 0.00008 {Si <0.0005 Al <0.001[S 0.0010'C 0.009H, 0.0003
0O, 0.0054Bi | <0.00001]As | <0.00005/N, | 0.0003 Sb | <0.00005 P | <0.0005
Sn | 0.00008:Se | 0.00009 Ag 0.00001|Cd | 0.0002 Zn+Cd 0.0003
5011 BINGHAMTON, NY INCO Cathode CANADA 84C-0108-7 20 DRUM 19,998.00 19,986.00 Co 99.94 |Ni 0.039 Fe 0.0006 Mn | <0.0001 Cu | <0.0005{Pb | 0.00009
Zn 0.00008 |Si <0.0005 |Al <0.001[S 0.0010/C 0.009H, 0.0003
0O, 0.0054Bi | <0.00001]As | <0.00005N, | 0.0003 Sb | <0.00005 P | <0.0005
Sn | 0.00008!Se | 0.00009 Ag 0.00001/Cd | 0.0002 Zn+Cd 0.0003
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